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Performance and evolution of planar copper-based
anode-supported solid oxide fuel cells
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The performances of innovative planar copper-based anode supported solid oxide fuel cells were investigated. Li-containing
Gadolinia-doped Ceria (GDC) and Lanthanum Strontium Cobalt Ferrite/Li-GDC were used for the electrolyte and the cathode,
respectively; anodes consisting of 35 or 45 vol% CuO/GDC were produced and the corresponding green cells were sintered
at 950 and 900°C, respectively. Polarization and power density measurements revealed an important dependence of the electro-
chemical parameters on sintering temperature and anodic composition. Cu redistribution within the anodic cermet during cell
operation was investigated and energy dispersive spectroscopy analysis of anode structure before and after operation revealed Cu
migration towards the anode/electrolyte interface.
©2017 The Ceramic Society of Japan. All rights reserved.
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1. Introduction

Solid Oxide Fuel Cells (SOFC) are energy conversion devices
which can efficiently operate at different temperature from about
500 to 1000°C.1)4) Although the processes and reactions kinetic
is faster, several problems are related to the high operating tem-
perature, like high cost of suitable materials, their compatibility
and stability. In particular, high temperature operative conditions
can be responsible for several problems like catalyst poisoning,
thermal instability, stresses due to thermal expansion mismatch
and interdiffusion phenomena between electrolyte and elec-
trodes.5)7) Such problems have driven the research to focus
on the Intermediate Temperature (IT) range (550750°C).8)10)

Nowadays, anodes are often made by yttria-stabilized zirconia
(YSZ) and Ni. Unfortunately this latter is toxic11) and is subject
to deactivation by contaminants present in fuels even in limited
levels.12),13) As a conclusion, the literature review suggests the
use of innovative copper-based anode as potential solution to
this latter inconvenient.14) Recently, new Cu/ceria-based anodes
have been developed and successfully tested in tubular and
planar cells,15)17) showing good electronic conductivity and
high poisoning resistance.14) Unfortunately, Gadolinia-doped
ceria (GDC) shows a high sintering temperature, this being above
1400°C.18) Since the IT-SOFCs are produced through one step
cosintering, in order to obtain an electrolyte GDC-based gas tight
microstructure at temperature compatible with CuO melting
point (below 1100°C), Li2O has been used as sintering aid for
GDC.18)20) One important aspect regards the evolution of anode
microstructure upon service and, above all, possible copper
migration through the electrolyte or its accumulation at the anode/
electrolyte interface. This effect has been previously investigated
for different Ni/ceramic anodic cermets configurations. Liu et. al
report a Ni migration after durability tests and its agglomeration in

Ni/YSZ cermets.21) They studied also Ni diffusion in the YSZ
electrolyte composition and they found that Ni accounts at 1% wt
at the electrolyte/anode interface whereas far from the anode
Ni is not present. If the electrolyte employed is not free from
impurities, this phenomenon is increased. The enhancement of Ni
diffusion is enhanced by the presence of impurities, such as a glass
phase, because Ni can dissolve into this phase. They purposed a
Ni diffusion mechanism based on NiO formation when glass
phase is present in YSZ electrolyte. This has been measured under
testing conditions with high water-containing atmosphere and
in the central part of the anode. Then, during interruption for
measurements and particularly during cooling, there’s a decrease
of water atmosphere that lowers pO2 bringing to a Ni reduction
and its deposition in the opened grain boundaries cracking the
electrolyte. Segregation of Ni in Ni/YSZ systems starts from
1000°C in 97% H2/3% H2O. Other impurities segregation can
also starts during cell operative conditions (850°C) and their
damaging effect is improved by the improvement of water con-
centration. Transportation of Ni in Ni/YSZ systems, from the
electrode to the electrolyte, mainly occurs via grain boundary
and surface diffusion. Anyway, in Ni/GDC based cermets, V. Gil
et. Al. report that the reduction of Ni2O to metallic Ni at 700°C
doesn’t alter anode/electrolyte interface if both of them have
similar coefficients of thermal expansion.22) On this basis, it is
interesting to analyse the copper behaviour within the CuO/GDC
based cermet. In the present work, the electrochemical perform-
ance of IT-SOFC with different CuO-GDC-based anodic compo-
sition was compared and Cu migration within the anodic cermet
during cell operation is studied.

2. Experimental procedure

Sub-micron 10mol% gadolinia doped-ceria (GDC10)
(Treibacher Industrie AG, d50 = 0.27¯m, d90 = 0.40¯m and
SSA = 9.10m2/g) and CuO (Sigma Aldrich) powders were used
in the present work. LiNO3 (Avantor Materials, Baker analyzed
reagent) was dissolved in distilled water (solvent to powder
ratio = 3/1) and the appropriate amount of GDC10 was added to
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achieve a Li-doping concentration of 5mol%, useful to enhance
densification of GDC10. The powder was then calcined at
530°C. Both anode and electrolyte were produced by tape casting
(Mistler, Yardley, PA) starting from water-based slurry consisting
of solvent (distilled water), dispersant and Li2O-containing GDC
powder, Li being used as sintering aid; 35 or 45 vol% CuO was
added to the suspension for producing the anode. Green half-cells
were obtained by thermo-pressing (30MPa, 80°C, 15min) anode
(thickness µ 500¯m) and electrolyte (thickness µ 50¯m); the
cathode was realized by screen printing using 50wt% LSCF
(Treibacher Industrie, Lot. EA 14/11.2) and 50wt% GDC pow-
der in ethanol (powder/solvent weight ratio = 1:1).15) Two differ-
ent green cells were therefore produced, whose anode contained
35 or 45 vol% CuO: the two cells were labelled Cu35 and Cu45,
respectively and were sintered for 3 h at 950 and 900°C, respec-
tively. The cells were sintered at different temperatures in order to
investigate the effect of both the sintering temperature and the
cermet composition on the overall SOFC performance. Details
of the slurries composition, processing conditions, reduction and
electrochemical characterization are reported elsewhere.15)

Electrochemical impedance spectroscopy parameters were
evaluated at 600°C by employing the equivalent circuit reported
in Fig. 1 and using Zsimpwin 3.22 program.
After the electrochemical characterization, some cells were

manually but carefully broken to expose a fracture surface
orthogonal to the cell plane. The microstructure was analyzed
by Scanning Electron Microscopy (SEM) coupled with Energy
Dispersive X-ray Spectroscopy (EDS). As shown in Figs. 2(a)
and 2(b), the produced fracture surfaces were divided into 9
different sections within the anode thickness, position 1 and 9
corresponding to the outer portion and the anode/electrolyte
interface, respectively. Electrolyte thickenss has been evaluated
using ImageJ 1.5b. For each section, Cu and Ce content was
evaluated and comparison was made between cells before and
after the electrochemical characterization.

3. Results

3.1 Cells performance
Figure 3 shows the electrochemical performance of Cu35

and Cu45 cells at 600°C. OCV is slightly larger than to 0.8V.
Literature reports23) that the addition of lithium should not cause
any electronic conductivity. Thus, other factors should account
for the difference between experimental and theoretical (e.g.:
residual leakages in the electrolyte). Despite an higher OCV is
expexted for Cu35, due to its better electrolyte densification, the
OCV of Cu35 and Cu45 is 0.83 and 0.85, respectively. Such
limited relative difference (less than 3%) is likely due to some
aleatory (e.g.: concentrated losses in Cu35 or difference between
the actual and the measured air flow in one or both tests). Both
cells achieve power density of 12mWcm¹2 at current densi-
ty µ 25mAcm¹2. Similar polarization and power density curves
were obtained for the cells containing different CuO load in the
anode and sintered at different temperature. In order to distin-

guish the effect of such parameters Nyquist and Bode plots were
recorded as shown in Fig. 4. Two arcs are clear in all spectra. In
Nyquist plot [Fig. 4(a)], the electrolyte ohmic resistance (R³) is
always associated with the first intersection of the curve with the
real part axis,24) here occurring at about 11 and 12³ cm2 for
Cu35 and Cu45 cell, respectively. As previously reported,25)

higher sintering temperature allows to reduce both bulk and grain
boundary resistance and, on this basis, it is therefore possible to
explain the lower electrolyte ohmic resistance of Cu35 cell.
Therefore, regardless the Cu content in the anode, a more den-
sified electrolyte structure accounts for larger ionic GDC conduc-
tivity. The estimated electrolyte ohmic resistance is here rela-
tively high, this being related to the fairly large thickness of the
GDC membrane (equal to about 50¯m). It could be very likely
reduced by using different electrolyte fabrication strategies, like,
for example, screen printing.26),27) Figs. 4(a) and 4(b) provide the
electrolyte fracture surface of Cu35 and Cu45, respectively. The
checked electrolyte thickness has was µ55¯m for both cells.
As previously specified, the spectra in Fig. 5 were analyzed

according to the equivalent circuit in Fig. 1, where RCT and RMT

Fig. 1. Equivalent circuit employed for the impedance spectrum eval-
uation (R³ = ohmic resistance, RCT = charge transfer resistance, RMT =

mass transfer resistance, Q = Constant phase element).

Fig. 2. Fracture surface of (a) 35 vol%15) and (b) 45 vol% CuO-
containing anode-supported SOFC.

Fig. 3. Electrochemical performance Cu3511) and Cu45 SOFC at
600°C.
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are the charge transfer resistance and mass transfer resistance,
respectively.24)

RCT depends on the hydrogen electro-oxidation and oxygen
reduction reactions and it is associated with the high frequency
arc in Fig. 5(b).24) Conversely, RMT depends on the gas-transport
phenomena occurring at the anode and cathode sides and it is
related to the low-frequency arc.28),29)

Fitting the plots in Fig. 5 according to the equivalent circuit in

Fig. 1, the three resistances (R³, RCT and RMT) can be estimated
as reported in Table 1. In agreement with previous observation,
R³ decreases of µ10% from Cu35 to Cu45 cell, this pointing out
a better electrolyte densification in the SOFC sintered at higher
temperature. The impedance analysis reveals that, for this specific
case, the electrolyte ohmic resistance is predominant (µ1112
³ cm2) in comparison to the losses associated with the electrodes
(less than 1³ cm2). Therefore, the anode composition does not
significantly affect the ohmic resistance, this being mainly due to
the electrolyte.24),30)

The polarization resistances, RCT and RMT, decrease in Cu45.
In particular, RCT decrease with the Cu content, while RMT

decreases with lowering the sintering temperature, due to the
increase in the porosity of anode. For 35 vol% CuO  containing
anode, RCT is equal to 1.1³ cm2 and decreases down to 0.7
³ cm2 by increasing the Cu content. In the Cu-GDC anode
formulation considered in the present work, using pure H2 as
anodic fuel, the catalytic activity towards H2 oxidation reaction
has been ascribed to Cu0, while ceria provides creation of oxygen
vacancies.31) Therefore, despite 35 vol% CuO is enough to real-
ize an operating electrode, larger CuO load is responsible for
more efficient electrons mobility within the anode, this reducing
the charge transfer phenomena.14) One can therefore conclude
that, regardless the sintering temperature, larger Cu load in the
anode is responsible for lower charge transfer resistance. On the
other hand, the mass transfer resistance appears independent on
both sintering temperature and CuO concentration in the anode,
the mass transfer phenomena being much more influenced by
temperature variations, as previously reported.28)

3.2 Anodes SEM/EDS characterization
Cu and Ce content was measured on SOFC fracture surface in

correspondence of the anode as specified before. Table 2 com-
pares the results obtained on section 1 and 9, before and after the
operation. In the former case, Cu concentration is substantially
constant in the two considered sections; this demonstrates a
homogeneous Cu distribution in the anode (µ32% and µ40% for
Cu35 and Cu45 cells, respectively).
Conversely, after cells operation, a relatively large difference in

copper concentration between the considered sections can be
pointed out, suggesting a certain diffusion within the anode during
cell operation. For Cu35 anode, copper content decreases from 33
to 27% in section 1 after the operation, this corresponding to a
relative difference of about 18%. The effect is even more evident
in section 9 where Cu concentration increases from 31 to 44wt%,
corresponding to a relative increment of µ 42%. For Cu45 anode,
the relative difference in section 1 and 9 is µ¹12.5wt%, and

Fig. 4. Electrolyte fracture surface of 35 vol% (a) and 45 vol% CuO-
containing anode (b) supported SOFC.

Fig. 5. Nyquist (a) and Bode (b) plot for Cu3515) and Cu45 SOFC at
600°C.

Table 1. Impedance spectra fitting parameters for the two cells at 600°C

R³

(³ cm2)
RCT

(³ cm2)
RMT

(³ cm2)

Cu35 11.1 1.1 0.6
Cu45 12.3 0.7 0.5

Table 2. EDX quantitative analysis results for Cu35 and Cu45 anode
before and after the reduction

Anode CuO content
(vol%)

Copper concentration [wt%]

Before reduction After reduction

Section 1 Section 9 Section 1 Section 9

35 33 31 27 44
45 40 39 35 45
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µ+15%, respectively. Figure 6 summarizes the results collected
by analysing all 9 sections in Fig. 2: here, Cu concentration is
plotted as a function of the depth from the anode surface (100%
depth corresponds to the electrolyte/anode interface). In both
cases the migration of copper towards the electrolyte/anode
interface is evident, this being responsible of Cu content reduction
in the surface layers.
According to previous works, metallic atoms and/or ions can

migrate in a metal/ceramic system due to grain boundary and
surface diffusion phenomena.32) It is reasonable to hypothesize the
diffusion and the aggregation of copper in the Cu/GDC system,
even at relatively low temperature (430°C), mainly because of
concentration gradients between the anode and electrolyte, as
observed in previous works on Ni/YSZ-based anodic layers.33),34)

4. Conclusions

Planar SOFC consisting of Li-containing GDC electrolyte and
Cu-Li-GDC supporting anode were successfully fabricated by co-
sintering at 900950°C. The electrochemical characterization at
600°C revealed that it is possible to offset the ohmic resistance
(caused by lower electrolyte sintering temperature) by increasing
the copper content in the anode, this accounting for a larger
electronic conduction. It was shown that upon the cell operation,
Cu can migrate towards the electrolyte/anode interface. Such
phenomenon needs additional studies to understand whether it
can influence the long-term performances of the cell.
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Fig. 6. Before- and after-operation Cu concentration for (a) Cu45 and
(b) Cu35 anode.
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