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Abstract14

We present a micromechanical analysis of flow-induced peeling of a layered
2D material suspended in a liquid, for the first time accounting for realistic
hydrodynamic loads. In our model, fluid forces trigger a fracture of the inter-
layer interface by lifting a flexible “flap” of nanomaterial from the surface
of a suspended microparticle. We show that the so far ignored dependence
of the hydrodynamic load on the wedge angle produces a transition in the
curve relating the critical fluid shear rate for peeling to the non-dimensional
adhesion energy. For intermediate values of the non-dimensional adhesion
energy, the critical shear rate saturates, yielding critical shear rate values that
are drastically smaller than those predicted by a constant load assumption.
Our results highlight the importance of accounting for realistic hydrodynamic
loads in fracture mechanics models of liquid-phase exfoliation.
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1. INTRODUCTION16

Atomically thin, two-dimensional materials such as graphene, boron ni-17

tride, or MoS2 have attracted enormous interest recently [1]. As a conse-18

quence the nanomechanics of 2D nanomaterials has emerged as an impor-19
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tant direction in the solid mechanics literature. Much of the work on the20

mechanics of 2D nanomaterials has focused on solid mechanics and tribo-21

logical aspects, such as adhesion [2], tearing [3], scrolling [4, 5], buckling22

[6, 7], wrinkling [8, 9] and friction [10]. Of interest is typically the defor-23

mation of the solid structure. However, the effect of the medium in which24

the solid structure is immersed is often not considered, particularly when the25

medium is a fluid. Many wet processes involving 2D materials and mechan-26

ical tests of 2D materials are carried out in liquids or in contact with liquids27

[11, 12, 13, 14, 15]. When liquids are present, not only the interfacial ther-28

modynamics changes [16, 17]. One has also to consider the possible coupling29

to flow.30

Several techniques have been developed to produce 2D nanomaterials:31

bottom-up methods such as chemical vapour deposition [18] and epitaxial32

growth [19] are used to build layers of material from its molecular compo-33

nents, while in top-down methods the layers of a bulk multilayer particle34

are separated through electrochemical exfoliation [20], ball-milling [21] or35

liquid-assisted processes like sonication [22] and shear mixing [23]. In the36

current paper, we focus on mechanical aspects of liquid-phase exfoliation by37

shear mixing, a scalable process to produce 2D nanomaterials on industrial38

scales (for a comprehensive review, see [24]). In liquid-phase exfoliation,39

plate-like microparticles of layered materials are suspended in a liquid sol-40

vent. The liquid is then mixed energetically under turbulent conditions [25].41

Each microparticle is formed by stacks of hundreds or thousands of atomic42

layers, bound together by relatively weak inter-layer forces of the van der43

Waals type. If the solvent is chosen appropriately and the intensity of the44

turbulence sufficiently high, the large fluid dynamic forces applied to each45

suspended particle can overcome interlayer adhesion, ultimately producing46

single- or few-layer nanosheets. Choosing the optimal shear intensity level47

is paramount, as too small hydrodynamic forces will not induce exfoliation48

while too large forces will damage each sheet. An understanding of how the49

exfoliation process occurs at the microscopic level is currently lacking.50

A recent exfoliation model based on a sliding deformation has been pro-51

posed by Paton et al. [23], as an extension of a previous work by Chen et52

al. [13]. In this model, the force for sliding is calculated by considering the53

change in adhesion energy (accounting for changes in liquid-solid, solid-solid54

and liquid-liquid surface areas) as the overlap between two 2D nano-layers55

changes. Paton’s model predicts a critical shear rate proportional to the ad-56

hesion energy, and inversely proportional to the first power of the platelet57

2

                  



lateral dimension. Because in the model the sheets are considered infinitely58

rigid, the results are independent of the mechanical properties of the sheets.59

For instance, the bending rigidity of the sheets does not appear in the ex-60

pression for the critical shear rate. Since the seminal scotch-tape experiment61

of Geim and Novoselov [26], it has become clear that the interplay of solid62

deformation and adhesion can play a fundamental role in triggering layer63

detachment.64

A simple physical model that is sensitive to mechanics is to assume that65

the effect of the fluid is to peel off layers of nanomaterial, inducing a fracture66

of the van der Waals interface. In addition to being physically plausible,67

such model would explain why in liquid-phase exfoliation removal of layers68

occurs first at the outer surface of a mother particle [27]. Flow-induced69

fracture phenomena have been studied extensively for colloidal aggregates70

composed of roughly spherical beads [28, 29]. Models for exfoliation of plate-71

like, layered particles due to microscopic peeling have been proposed in the72

context of clay-filled polymer nanocomposites [30][31], but have not been73

rigorously justified from the point of view of the coupling between flow and74

deformation mechanics. For instance, these models rely on strong, often75

irrealistic assumptions regarding the hydrodynamic load distribution. For76

example, in the model of Ref. [30] the fluid is assumed to exert a constant,77

tangential force on the peeled layer at a specified angle. In reality, one78

should expect a dependence of the flow-induced forces on the configuration79

of the peeled layer and that normal forces will play an important role. The80

consequence of such dependence is so far unknown. The forces required to81

detach a layer in a peeling problem depend strongly on the peeling angle82

[32]. But, in a peeling problem in which the flow produces the load, the83

peeling angle cannot be controlled independently, as this quantity depends84

on the deformation of the solid structure. In addition, hydrodynamic forces85

are distributed over the whole surface of the peeled layer, including the edge.86

In fracture problems, different assumptions regarding the load distribution87

can result in different predictions even if the total force values at play are88

the same [33]. Considering realistic hydrodynamic loads is crucial to develop89

exfoliation models that will withstand future experimental tests.90

In our paper, we analyse a “hydrodynamic peeling” model of exfoliation,91

not making strong assumptions regarding the magnitude and distribution of92

the hydrodynamic load. Rather, we calculate the load from first principles,93

using high-resolution simulations of the Stokes equations for a simplified ge-94

ometry. The forces computed from these high-fidelity simulations are then95
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used to calculate the deformation of the solid. Griffith’s theory for crack ini-96

tiation is then used to quantify the critical (fluid) shear rate for exfoliation97

as a function of the relevant adhesion, mechanical and geometrical parame-98

ters of the suspended particle (Fig. 1b). When possible, we derive explicit99

formulas for the critical shear rate. This quantity is essential to predict the100

kinetics of exfoliation [34] and the operating parameters for “optimal” ex-101

foliation. In the model, the flap is approximated as a continuum sheet. A102

continuum representation is justified by the good separation of scale between103

the length of each nanosheet (typically in the micron range) and the charac-104

teristic length of the nanostructural elements (e.g. the period of the crystal105

lattice in graphene).106

2. PROBLEM DESCRIPTION107

Figure 1: (a) A layered 2D material microplate suspended in a turbulent flow. The ambient
flow in the neighbourhood of the particle can be approximated as a simple shear flow.

Consider a microplate of layered 2D material (e.g. a graphite microplate108

[35]) suspended in a turbulent flow. In correspondence to one of the layers the109

inter-layer interface presents an initial flaw of length a, where the molecular110

bonds are already broken. A “flap” of length a forms which is detached from111

the mother particle. We are interested in relating the critical fluid shear112

rate for interfacial crack initiation to the bending rigidity of the flap, the113

inter-layer adhesion energy, and the flap size.114

In our analysis we assume that a > 0. Our results are relevant to the case115

in which a debonding of the interface had already occurred in the proximity116

of the edge, for instance due to molecular intercalation by the surrounding117
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liquid. Borse and Kamal made a similar assumption in the context of clay118

exfoliation in polymers [30].119

If the lateral size of the microplate is smaller than the smallest turbulent120

flow scales, the instantaneous ambient flow “seen” by the particle can be121

approximated as a locally Stokes flow, characterised by different degrees of122

extension, shear and rotation depending on the position and orientation of123

the particle [36]. Purely rotational contributions to the ambient flow induce124

a rotation of the particle, but no significant net load on the flap. Purely125

extensional contributions are important if the shift between the layers is large126

(i.e. the layers are not “in registry”), a situation that we do not consider127

here. As a consequence, the local ambient flow can be approximated, to128

leading order, as a simple shear flow (Fig. 2).129

The question is: what is the load distribution corresponding to this shear130

flow? The hydrodynamic force distribution on a particle suspended in a shear131

flow and presenting a flap has not been studied so far (we only found work132

on hydrodynamic forces on rigid fences attached to solid walls [37, 38, 39]).133

To quantify the hydrodynamic load on the flap, in Section 3.1 we therefore134

propose a fluid dynamics analysis based on high-resolution flow simulations of135

a simplified flap geometry. In the flow simulations the particle is exposed to136

a simple shear flow of strength γ̇. Jeffery’s theory for the rotational dynamics137

of for plate-like particles predicts that a particle of aspect ratio Λ rotates in138

a shear flow, but spends a time of the order of Λγ̇−1 oriented with the flow139

[40]. Microparticles of 2D materials tend to have very large aspect ratios140

(Λ ∼ 1000 [35]). Hence, in our fluid dynamics simulations we will assume141

that the long axis of the particle is aligned with the undisturbed streamlines142

of the shear flow field.143

The load extracted from the simulation will be fitted to analytical func-144

tions. In Sec. 3.2 such functions are used in a solid mechanics model to145

predict the critical shear rate for exfoliation γ̇c, obtained from Griffith’s the-146

ory assuming brittle fracture [41].147

3. RESULTS148

3.1. Analysis of the hydrodynamic load149

The simplified geometry for the flow simulation is presented in Fig. 2.150

In this configuration, the flap is straight and the wedge is parametrised by151

the flap length a (also equal to the length of the initial flaw) and the wedge152
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Figure 2: Simplified geometry used in the flow simulation.

opening angle θ. We will see that the pressure in the wedge is approxi-153

mately constant. So, neglecting the flap curvature in the calculation of the154

hydrodynamic load does not induce a large error. The surface of the flap is155

composed of three surfaces: the lower surface Ω− in contact with the fluid156

in the wedge, the upper surface Ω+ exposed to the outer flow, and the edge157

surface Ωe between the corner points P and Q. A coordinate s running from158

the edge of the flap (point P) to the point of intersection of the flap with the159

horizontal plate will be used to discuss the hydrodynamic stress profiles. A160

coordinate se, running from the points P and Q, will be used to discuss the161

hydrodynamic stress profile along the edge . The bottom layer and the flap162

have the same thickness, h, and length, L. In the flow simulations we kept163

L and a fixed and changed h and θ. We sought results that are independent164

of h by examining simulations for decreasing values of this parameter.165

The simulations were carried out with the commercial software ANSYS166

FLUENT. We solved the incompressible Stokes equations (corresponding to167

a negligible particle Reynolds number) in a rectangular domain [−XD, XD]×168

[−YD, YD] surrounding the particle. Periodic boundary conditions were en-169

forced at the boundaries X = −XD and X = XD ( X = 0 corresponding to170

the particle centre). At the boundaries Y = −YD and Y = YD, we prescribe171

a tangential velocity u = ±γ̇YD and zero normal velocity. No-slip is assumed172

at the particle surface. The computational mesh used is non-uniform. A173

triangular mesh is used in the wedge region and a structured quadrilateral174

mesh is used in the rest of the domain. To ensure adequate resolution, the175

typical mesh size ∆X is much smaller than the thickness h of each layer (we176

typically use ∆X ≈ 0.1 h in the flap edge region, and much smaller values177
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of ∆X around the points P and Q).178

In principle, the solution of the fluid mechanics problem is coupled with179

the solution of the solid mechanics problem providing the deformation of180

the flap. Solving the two-way coupled problem numerically is possible, for181

example by using iterations [42]. However, the advantage of the one-way182

coupled approach we adopt is that explicit analytical expressions relating the183

critical fluid shear rate to the relevant geometric and mechanical variables184

can be obtained. The hydrodynamic load for a straight flap and for a curved185

flap are expected to be similar. We will see that the fluid pressure within186

the wedge is approximately constant. As a result the normal force on the187

flap expected to depend primarily on the aperture angle and flap length, and188

only marginally on the details of the flap shape.189

The general features of the flow around the model particle are illustrated190

in Fig. 3a and 3b. For small values of θ, the streamlines run almost par-191

allel to the exterior surfaces of the particle. The streamlines need to curve192

sharply near the entrance of the wedge. As a consequence, a sequence of193

counter-rotating eddies form in the wedge region (Fig. 3b). The character-194

istic velocity in these eddies decays very fast as the wedge tip is approached195

[43]. Hence, the fluid in the wedge can be consider practically quiescent in196

comparison to the fluid regions outside of the wedge (where velocities are of197

the order of γ̇aθ). An important consequence of this observation is that the198

pressure in the wedge region is approximately uniform. In the region near199

the edge, on the other hand, velocity gradients are large and the pressure200

variation is considerable.201

Figures 4 and 5 show the pressure and shear stress distributions along202

the flap for different values of θ. In addition to providing the pressure and203

shear stress distribution on the upper and lower surface of the flap, we also204

provide the total pressure force per unit area p = p−−p+ and the total shear205

stress force per unit area τ = τ+ + τ− acting on the flap (our convention is206

that for τ > 0 the tangential force is directed towards the crack tip). The207

superscripts “+” and “-” refer to the surfaces Ω+ and Ω−, respectively.208

The distribution of pressure and shear stress can be separated in a near-209

edge region where the hydrodynamic stresses have a large variation over a210

region of small O(h) spatial extent, and a region far from the edge where the211

pressure and shear stress vary weakly with s. The flow velocities are small212

in the wedge region so the pressure is practically constant and the shear rate213

is negligible.214

Because of the linearity of the Stokes flow, the pressure in the wedge215
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Figure 3: (a) Streamlines around the particle. (b) Detail of the recirculating eddies in the
wedge below the flap.

region is proportional to µγ̇, with a constant of proportionality that increases216

with θ. The signs of p− and p+ in the far-edge region are such that the217

pressure acts to open the wedge (p > 0). However, for sufficiently small218

angles, the pressure p near the edge becomes negative. The shear stress on219

the edge τe acts mostly downward for small angles (see velocity field in Fig.220

3a), pushing the flap toward the substrate. Therefore, contrary to intuition,221

for small angles (θ < θc ' 7.5◦) both the pressure and the shear stress at222

the edge act in the direction of closing the wedge. For angles larger than a223

critical angle θc ' 7.5◦, the hydrodynamic stresses lead to wedge opening.224

To investigate why the force on the edge acts downwards for small angles,225

we compare in Fig. 6 the velocity fields in the neighbourhood of the edge for226
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Figure 6: Velocity field near the edge for (a) θ = 0◦ and (b) θ = 12.5◦.

θ = 0◦ and θ = 12.5◦. The flow field for the case θ = 0◦ corresponds to a227

simulation with a horizontal flat plate of thickness 2h, and is representative of228

angles much smaller than θc. In the absence of the particle, the flow velocity229

would be directed from left to right in the region Y > 0, and from right230

to left in the region Y < 0. In the presence of the particle, for θ = 0◦ the231

flow coming from the left for Y > 0 must however change direction to satisfy232

the no-slip condition at the edge. This induces a flow velocity directed in233
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the negative Y direction that pushes down the flap. When θ > θc, the flow234

velocity instead points in the direction of increasing θ, opening the flap (Fig.235

7).236

The existence of a critical angle is consistent with analytical results for237

rigid disks aligned with a shear flow [44]. Such analysis predicts a large238

downward force on the edge for a thin disk immersed in a shear flow and239

aligned with the streamlines. It is possible that a fully two-way coupling240

treatment of the fluid-structure interaction problem may lead to a slightly241

different value of θc, but we believe that the existence of a critical angle is a242

robust result.243

The implication of our results for real particles is that, in a practical244

setting, peeling starting from a = 0 would be very difficult, as the distribution245

of forces actually acts to close the wedge in this case. For peeling to occur, a246

finite edge crack of sufficient extent must exist (a > 0), or the flap needs to247

present a spontaneous curvature near the edge. In realistic cases, some of the248

assumptions in the model may apply only as an approximation. For example,249

one can expect that in instants in which the particle is inclined with respect250

to the flow direction a component of the hydrodynamic force would act in251

the direction of opening the flap. Furthermore, the edges of a real multilayer252

particle may in practice not be perfectly aligned. These situations require253

further analysis.254

Figure 7: Schematic view of the hydrodynamic load distribution on the flap for angles
larger and smaller then the critical angle θc ' 7.5◦.
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The shear stress assumes large positive values in correspondence to the255

corner points P and Q of the flap edge. The divergence of the hydrodynamic256

stress is a generic characteristic of flow in the vicinity of geometrically sharp257

features [39, 45]. Even for smoother corners, large stresses are expected near258

the edges with a cut-off related to the radius of curvature of the corners. In259

2D nanomaterials, the curvature of the edges is cut off by a molecular scale.260

The results above suggest that the essential features of the hydrodynamic261

load distribution are: i) an angle-dependent distributed load Qhd on the flap,262

due to the effect of fluid pressure; ii) an angle-dependent edge load F hd, due263

to a combination of viscous shear stress and pressure. There is a further264

contribution due to viscous shear stress on the top surface of the flap (which265

also scales like µγ̇). This stress may in principle lead to buckling, but in266

our situation the deformation due to the transverse load is dominant with267

respect to collapse due to an axial load. We will show (Figs. 18 and 19)268

that the inclusion of a constant tangential force τ ' µγ̇ on the flap changes269

the average curvature of the flap only marginally. Hence, the inclusion of a270

tangential load does not change the main conclusions of our paper.271

To quantify contribution i), we show in Fig. 8a the dependence of p,272

evaluated at the midpoint of the flap s = a/2, on the wedge angle θ. For273

small angles, the linear fit p(a/2)/(µγ̇) = q0 + q1θ, with q0 = 0.1 and q1 =274

5.37, provides a good approximation of the simulation data. A leading order275

closure for the distributed hydrodynamic load is thus276

Qhd = µγ̇q ' µγ̇(q0 + q1θ). (1)

In contrast to the pressure load, the average shear stress (also plotted in277

Fig. 8) is almost constant when plotted against θ. In Fig. 8b the pressure278

and shear stress are plotted against the thickness. As h/a → 0, p(s = a/2)279

and τav become independent of the thickness. In the calculations presented in280

the current paper, we have chosen the stresses for a/h = 50 as representative281

of the thin flap limit.282

To quantify contribution ii), we show in the inset of Fig. 8a the depen-283

dence on θ of F hd =
∫

ΩF
(−p+ τ ·n)nd`, where τ is the viscous stress tensor284

and ΩF includes the surface Ωe and the portions of the surfaces Ω+ and Ω−285

within a distance h from the corner points P and Q. Because in Stokes flow286

both p and τ are proportional to µγ̇, we can also write F hd = µγ̇aF̃ , where287

F̃ is independent of the fluid viscosity and shear rate. The dependence of288

F̃ on θ shows more marked deviations from linearity than in the case of289
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contribution i). However for small θ a linear fit,290

F hd = µγ̇aF̃ ' µγ̇a(f0 + f1θ), (2)
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with f0 = −0.03 and f1 = 0.43 is a reasonable approximation. Equations (1)291

and (2) provide a linear model for the hydrodynamic load acting on the flap292

as a function of the configuration parameters θ and a, the fluid viscosity µ293

and the shear rate γ̇. Following Ref. [42], in our analysis we have neglected294

the effect of the hydrodynamic moment on the edge, as this contribution is295

negligible for very thin structures. On the flap edge the hydrodynamic stress296

at a sharp corner diverges, but the singularity is integrable [46]. As shown297

in the inset of Fig. 8b, in our finite-mesh calculations the edge force goes298

to zero as h/a → 0 with an effective power-law exponent close to 0.62 for299

small values of h/a. This exponent is consistent with the range of near-corner300

power-law stress singularity exponents reported in the literature [47]. In the301

current paper, we choose a reference value of a/h = 50 to illustrate the effect302

of a finite edge force on the shape of the sheet, as we are interest in plausible,303

non-zero values of h/a.304

In the fluid mechanics simulation the flap is straight. Therefore, for a305

given value of a, the configuration is parametrised by a unique value of θ. But306

how do we relate the opening angle in the solid mechanics calculation to the307

one in the fluid mechanics calculation? The angle θ has to be approximated308

as a function of the flap shape. Among the possible approximations, one309

could use the angle at the tip of the flap, θ ' dw1/dx|x=0, the local angle310

θ ' dw1/dx, or the secant angle made by the secant line (connecting the311

flap tip to the crack tip) with the horizontal, θ ' w1(0)/a. For θ � 1,312

w1(0)/a ' dw1/dx|x=0, and the difference between using the local angle313

or the secant angle is small. We choose the secant angle approximation314

θ = w1(0)/a in the small displacement model, since it is typically used when315

the opening angle varies slowly [48] and gives particularly simple analytical316

solutions. The effect of using different approximations for θ will be analysed317

in the context of the large displacement model.318

3.2. Solid mechanics model319

The solid mechanics model uses the closures for the loads F hd and Qhd ob-320

tained in the previous section to calculate the elastic deformation of the flap.321

In the model, we neglect tangential loads. We will show later that tangential322

loads make only a negligible contribution to the deformation of the flap. We323

consider both a small displacement model (which we solve analytically) and324

a large displacement model. As shown in Fig. 9, the deformable layer is325

divided in two regions: the region B1 on which the hydrodynamic load is326

applied, and the bonded region B2 in which the hydrodynamic load is zero.327
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Figure 9: Schematic of the solid mechanics model.

The out-of-plane displacements corresponding to B1 and B2 are indicated by328

w1(x) and w2(x), respectively.329

We initially consider both a small-displacement model, valid for |∇w1| � 1.330

Later, we compare against a large-displacement model. In the small displace-331

ment model, the inter-layer interface is modelled as an elastic foundation la332

Winkler [49], characterized by a foundation modulus ke. For |∇w1| � 1,333

w1 satisfies334

D
d4w1

dx4
= Qhd (3)

where x ranges from the coordinate corresponding to edge of the flap (x = 0)335

to the crack tip (x = a), and D is the bending stiffness. The equation for w2336

is337

D
d4w2

dx4
+ kew2 = 0. (4)

The boundary condition at x = 0 requires Dd3w1/dx
3|x=0 = F hd and338

Dd2w1/dx
2|x=0 = Mhd where F hd and Mhd are the hydrodynamic force339

and moment acting on the edge, respectively. Assuming that L � a, the340

boundary conditions at infinity satisfy w2(x→∞) = 0 and dw2/dx|x→∞ = 0.341

The solutions for B1 and B2 are matched by enforcing continuity of the out-342

of-plane displacement and its derivatives at x = a up to the third order (see343

Eqs. (A.1f)-(A.1i) in Appendix A).344

The consideration of a soft foundation in the small-displacement model345

adds to the generality of the results. Furthermore, the interlayer interface in346

2D nanomaterials does not necessarily correspond to an infinitely stiff foun-347

dation, because the range of the interlayer force and the size of the cohesive348

zone is nanometric but so can be relevant displacements. For instance, the349
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analysis of the case with the elastic foundation could be useful to interpret350

molecular dynamics results, where the range of maximum flap deflection and351

crack length (a few nanometres) is not necessarily orders of magnitude larger352

than the size of the cohesive zone ( (Dd2
0/Γ)

1/4 ∼ 1 nm, using typical pa-353

rameters for single-layer graphene). Molecular dynamics results of peeling in354

liquids are now appearing which could benefit from our analysis [50, 51, 52].355

We are carrying out similar molecular dynamic investigations in our group356

as well.357

In the large-displacement model, we solve a non-linear equation for the358

curvature of the region B1 of the deformable layer. The equations of equilib-359

rium of forces and moments for an inextensible elastica with a purely normal360

follower load Qhd are361

d2M

ds2
− κN −Qhd = 0 (5)

and362

κ
dM

ds
+

dN

ds
= 0, (6)

respectively [53]. Here, s is the curvilinear coordinate along the flap, φ is363

the tangent angle to the flap, κ = −dφ/ds is the curvature, M = Dκ is the364

bending moment and N is the axial (internal) force. Integration of Eq. (6)365

gives Dκ2/2 + N = c, where c is a constant. Evaluating this constant at366

s = 0 (the flap edge) gives N(s) = Nhd + (Mhd)2/(2D) −Dκ2/2, where we367

have used the boundary conditions Mhd = Dκ(0) and Nhd is an axial force368

applied to the free end. Substituting into Eq. (5) yields369

D
d2κ

ds2
−
(
Nhd +

(
Mhd

)2

2D

)
κ+

D

2
κ3 −Qhd = 0. (7)

In the analysis for large displacements we neglected the effect the axial load370

Nhd and the hydrodynamic moment on the edge Mhd. The equation govern-371

ing the flap shape reduces to372

D
d2κ

ds2
+
D

2
κ3 −Qhd = 0. (8)

To limit the number of cases, in the large-displacement analysis, we did373

not include the Winkler’s foundation and assumed that the flap is clamped374

at s = a, corresponding to the boundary condition φ(a) = 0. We also375
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neglected the normal load F hd applied on the edge, imposing instead free376

end boundary conditions κ(0) = 0 and dκ/ds|s=0 = 0. The shape of the flap377

was calculated from x = a+
∫ s
a

cosφ(s)ds = a−
∫ a

0
cosφ(s)ds+

∫ s
0

cosφ(s)ds378

and y =
∫ s
a

sinφ(s)ds = −
∫ a

0
sinφ(s)ds+

∫ s
0

sinφ(s)ds.379

3.2.1. Analysis of flap shape and critical shear rate380

In the small-displacement analysis, we derive analytical solutions to (3)381

and (4), and compare against numerical solutions. The numerical solutions382

were obtained with a finite difference scheme, approximating the derivatives383

at interior points using second-order, central differences and using skew op-384

erators at the boundaries [54]; the resulting discrete system was solved by385

matrix inversion. In the large displacement analysis, we only discuss finite-386

difference solutions of Eq. (8), seen as an equation for φ. The non-linear387

system was solved by a Newton-Raphson method.388

The critical fluid shear rate to initiate fracture of the inter-layer inter-389

face is calculated using Griffith’s energy balance, assuming brittle fracture.390

Denoting by Γ the total solid-solid adhesion energy per unit area (i.e. twice391

the solid-solid surface energy), the condition for crack initiation according to392

Griffith’s theory is393

G = Γ (9)

where G =
∂U

∂a
is the strain energy release rate ([41]) and U is the bending394

energy per unit length:395

U =
D

2

∫ L

0

κ2ds ' D

2

∫ a

0

(
d2w1

dx2

)2

ds+
D

2

∫ L

a

(
d2w2

dx2

)2

ds. (10)

Recasting the equilibrium equation for the flap and Griffith’s balance into396

non-dimensional variables, using a and D to scale the other variables (see397

Appendix A for the small displacement formulation), makes it evident that398

the initiation of the crack is controlled by three non-dimensional parameters:399

̂̇γ =
µ γ̇ a3

D
Γ̂ =

Γa2

D
χ4 =

ke a
4

4D
(11)

The first parameter, the non-dimensional shear rate, is the ratio of hydrody-400

namic forces and bending forces. The second parameter, the non-dimensional401

adhesion energy, is the ratio of adhesion and bending forces. The parameter402

χ represents the ratio between the crack length a and the cohesion length403
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λ = (4D/ke)
1/4. An infinitely stiff interlayer interface corresponds to χ→∞.404

For a brittle-like law ke = 2 Γ/d2
0, χ can be rewritten as χ4 = Γ̂/2(a/d0) 2,405

where d0 is a molecular scale characterising the range of the adhesion forces406

(d0 ' 1 nm).407

In our analysis we consider relatively small wedge angles. In the fluid408

mechanics simulations we consider at most a θ ≈ 15◦. In the solid mechanics409

simulations we extrapolate the results to larger angles, but still assuming that410

θ is significantly smaller than π/2. Based on our numerical experiments, this411

condition on the angle roughly corresponds to µ γ̇ a3/D < 1. For these values412

of the non-dimensional shear rate the flap does not buckle, and maintains a413

qualitative shape similar to that in Fig. 2.414

Typical values for the surface energy Γ/2 of graphene in vacuum or inert415

gases are around 0.1 N/m (0.115 N/m [11], 0.085 N/m [13], 0.070 N/m [22],416

0.047 N/m[55]). In a very controlled adhesion experiment using a modified417

force balance apparatus, Engers et al. ([11]) recently reported, in the case of418

single-layer graphene, 0.115±0.004 N/m for dry nitrogen, 0.083±0.007 N/m419

for water, and 0.029 ± 0.006 N/m for sodium cholate, a surfactant recom-420

mended for liquid-phase exfoliation processes. N-methylpyrrolidone (NMP)421

is considered an optimal solvent for graphene exfoliation. Molecular dynam-422

ics studies [56] suggest that NMP reduces the specific interaction energy423

between graphene nanosheets as compared to water by a factor of about 2424

(from ≈ 250 kJmol−1nm−2 for water to ≈ 110−120 kJmol−1nm−2 for NMP).425

Although more research is needed to clarify the effect of solvent on adhesion426

during crack initiation in 2D nanomaterials, it seems from the data above427

that good solvents can reduce the adhesion energy significantly, but this428

reduction is probably not by several orders of magnitude. Values between429

Γ = 0.1 N/m and Γ = 0.01 N/m are probably realistic.430

We discuss the small-displacement results for two cases :431

• Case 1: distributed load only (Qhd 6= 0;F hd = 0);432

• Case 2: distributed load plus edge load (Qhd 6= 0;F hd 6= 0).433

The analytical derivations are conceptually simple, but rather cumbersome.434

The quadratic dependence of the bending energy on the displacement gives435

rise to many coupling terms, and going through the derivation step by step436

may obscure their physical meaning. Here we report the main results, par-437

ticularly focusing on the structure of the solution. The complete derivations438

are reported in Appendix A and Appendix A.1.439
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Case 1, angle-independent load, infinitely stiff foundation. The solution440

is the classical solution for a cantilever beam subject to a constant load:441

w1(x) =
̂̇γq0

24a3
(x− a)2(x2 + 2ax+ 3a2). (12)

The corresponding non-dimensional bending energy is442

Û =
q2

0
̂̇γ 2

40
, (13)

and the critical shear rate (from Eq. (9)) is443

̂̇γc =
2
√

2

q0

Γ̂
1
2 . (14)

Because the load is constant, the bending energy is quadratic in ̂̇γ. As a444

consequence, the non-dimensional critical shear rate depends on the square445

root of the non-dimensional adhesion parameter.446

Case 2, angle-independent load, infinitely stiff foundation. The displace-447

ment is448

w1(x) =
̂̇γ

24a3
(x− a)2

(
q0(x2 + 2ax+ 3a2) + 4af0(x+ a)

)
, (15)

the dimensionless bending energy is449

Û =
̂̇γ 2

120
(20f 2

0 + 15f0q0 + 3q2
0), (16)

and the critical shear rate is450

̂̇γc =
2
√

2

q0

1√
1 + 5f0/q0 + 20/3(f0/q0)2

Γ̂
1
2 . (17)

Because we are here considering edge and distributed loads that are indepen-451

dent of the wedge angle, we again recover a power-law with an exponent 1/2.452

The critical shear rate decreases as the hydrodynamic coefficient q0 increases,453

by an amount that depends on the edge load coefficient f0. In particular,454

the critical shear rate decreases as f0 increases. In our case f0 is negative,455

so the required shear rate is slightly larger than if only the distributed load456

was included (see Fig. 12).457
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Case 1 & 2, angle-independent load, “soft foundation”. If χ has a finite458

value, the displacements in the free and adhered portions of the flap are459

coupled. This brings about a dependence of the solution on χ, which in turn460

depends on Γ̂ for a fixed d0/a. The critical shear rate in case 1 is461

̂̇γc =
2
√

2

q0

Γ̂
1
2

(
χ

1 + χ

)3/2

. (18)

A similar expression holds for case 2, with a numerical prefactor now de-462

pending on f0 (see Appendix A.1, Eq. (A.21)).463
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Figure 10: Non-dimensional shear rate ̂̇γc as a function of the non-dimensional adhesion

energy Γ̂ for different values of the parameter d0/a. An increase in the stiffness of the
foundation (smaller d0) corresponds to larger values of the critical shear rate

While the load is constant, owing to the coupling of the flap deformation464

to the mechanics in the adhered portion of the flap, the relation between shear465

rate and adhesion energy is not a power law. We typically expect χ � 1,466

so deviations from a power law behaviour are small. By plotting the critical467

shear rate in log-log scale, the data can be fitted to an effective power-law468

exponent, whose value depends on the specific value of d0/a. Fig. 10 shows469

̂̇γc as a function of Γ̂ for different values of a and d0 = 0.3 nm. Since the470
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exponent for soft foundations is larger than for rigid foundations, the critical471

shear rate decreases as the foundation becomes less stiff. From Eq. (18) we472

can see that ̂̇γc ∝ Γ̂7/8 for χ → 0 and ̂̇γc ∝ Γ̂1/2 and χ → ∞. The effective473

power-law exponent is therefore bounded between 1/2 and 7/8, with higher474

shear rates corresponding to stiffer foundations. The boundary condition at475

the crack tip can be assumed to be clamped provided that χ� 1. For χ = 1476

the cohesion length λ ∼ (Dd2
0/Γ)1/4 is of the same order of the crack length.477

For typical parameters, the cohesion length is of the order of 1 nm for single-478

layer graphene, and up to a few nanometres for few-layer graphene. The soft479

foundation case examined here can therefore be useful to interpret molecular480

dynamics results, where due to computational constraints the crack length481

is typically at most 10− 20 nm [52].482

Case 1 & 2, angle dependent load, infinitely stiff foundation. The consid-483

eration of a dependence on θ now introduces a non-linear dependence of w1484

on ̂̇γ. This dependence is particularly simple to analyse when θ is approxi-485

mated as the secant angle. In this case, the flap displacement and bending486

energy expressions, for case 1, are given by487

w1(x) =
̂̇γq0

3a3(8− ̂̇γq1)
(x− a)2(x2 + 2ax+ 3a2). (19)

and488

Û =
8q2

0
̂̇γ 2

5(8− q1
̂̇γ)2

, (20)

respectively. The requirement w1 ≥ 0 means that these equations are valid489

for ̂̇γ ≤ 8/q1 ' 1.49; the requirement of a positive solution is consistent with490

our initial assumption ̂̇γ < 1.491

There is an interesting difference with respect to the angle-independent492

case. Expression (19) displays the same dependence on the variable x as the493

corresponding solution for an angle independent load, Eq. (12). However494

the prefactor diverges as ̂̇γ approaches a finite value 8/q1. The correspond-495

ing bending energy expression, displays, expectedly, the same divergence. As496

we will see in the analysis of the large displacement case, this divergence is497

a robust feature (although different approximations to θ give somewhat dif-498

ferent values of ̂̇γ for which the flap curvature diverges). This divergence is499

important as it will completely change the dependence of the critical shear500

rate on the non-dimensional adhesion energy. Case 2 also displays a diver-501

gence at a slightly different value of the shear rate. The presence of an edge502
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load gives503

w1(x) =
̂̇γ(x− a)2(̂̇γ (f1q0 − f0q1) (2x2 + ax)− 6q0(x2 + 2ax+ 3a2)− 24af0(x+ 2a))

6a3(̂̇γ(8f1 + 3q1)− 24)
.

(21)
A term (f1q0 − f0q1) coupling the edge and distributed load coefficients504

appears at denominator, and the solution shows a divergent behaviour for505

̂̇γ = 24/(8f1 +3q1). The bending energy profiles for cases 1 and 2 are plotted506

as a function of ̂̇γ in Fig. 11. Because 24/(8f1 + 3q1) < 8/q1, the presence of507

the edge load reduces the critical value of ̂̇γ. The divergence appears slightly508

more sharp in case 2 than in case 1.
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0
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case 1, analytical
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case 2, analytical

Figure 11: Non-dimensional bending energy as a function of the non dimensional shear
rate. The markers represent the results from finite difference simulations. The red lines
represent the analytical solutions.

509

How is the critical shear rate related to the non-dimensional adhesion510

energy when the load depends on the wedge angle? In case 1, the relationship511

between ̂̇γ and Γ̂ is512

8

5
q2

0
̂̇γ 2 q1

̂̇γ + 40

(8− q1
̂̇γ)3

= Γ̂. (22)
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Figure 12: Non-dimensional shear rate as a function of the non-dimensional adhesion
energy for different loads. The blue lines show the power-law trends for small values of Γ̂
(continuous line) and large values of Γ̂ (dashed line).

One could develop approximate solutions of this implicit equation to calculate513

̂̇γ as a function of Γ̂, but it instead more convenient to plot Γ̂ as a function of514

̂̇γ and then switch the axis. The result is shown in Fig. 12, where the angle-515

dependent load cases are compared to the angle-independent ones (including516

both cases 1 and 2).517

In the angle-dependent cases, a horizontal plateau in the critical shear518

rate emerges as Γ̂ → 1. The plateau is particularly evident in case 2 in the519

range Γ̂ = 10−3 − 1. In this range, the critical shear rate does not follow520

a power-law. However, if we insist on fitting a power-law to the data near521

Γ̂ = 1, we obtain an exponent of 0.05, much smaller than the exponent 1/2522

obtained for Γ̂� 1. The solution thus changes behaviour, and a regime where523

the critical shear rate starts becoming only weakly dependent on Γ̂ emerges.524

This observation has important practical implications for the optimisation of525

liquid-exfoliation processes, as discussed in the conclusions section.526

Figure 13 illustrates the deformation of the flap for three different values527
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Figure 13: Out-of-plane displacement of the flap from simulations (markers) and analytical
solutions (red lines) for three values of a, angle dependent load in case 2 (edge load plus
distributed load) and µγ̇/D = 1. The results are in units of (D/(µγ̇))1/3 .

of a (i.e. three different values of ̂̇γ). Both the edge and the distributed528

loads are considered, as well as the dependence on θ. The red lines indicate529

analytical solutions, while the markers indicate numerical results. For small530

values of a (the smallest value of a considered is a = 0.8), the edge load531

is negative and bends the tip of the flap slightly downwards. When a in-532

creases (or, equivalently, ̂̇γ increases) this effect becomes less evident as the533

distributed load becomes dominant.534

The action of the edge load opposing the opening of the wedge determines535

a smaller deformation of the flap if compared with the deformation without536

edge load. For relatively small values of Γ̂, the larger curvature of the flap in537

case 1 causes ̂̇γ to be smaller than in case 2 (compare continuous black line538

and dashed black line in Fig. 12). This difference decreases as Γ̂ increases539

and ̂̇γ approaches the asymptotic value 8/q1 − 24/(8f1 + 3q1). We therefore540

conclude that the edge load is quantitatively relevant for small values of Γ̂ or,541
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equivalently, of a (i.e. at the initial stages of the peeling). The inclusion of542

the edge load in the model requires higher values of ̂̇γ to sustain the peeling543

mechanism and avoid the closure of the wedge. For larger values of the Γ̂ or544

a, i.e. larger deformations, the edge load can be neglected.545

Large displacement model. We now discuss numerical predictions based546

on the large-displacement model. Given that the divergence in the bending547

energy that gives rise to the plateau seen in Fig. 12 is due to large curvatures,548

it is natural to enquire whether the results hold if non-linear terms in the549

equation governing the flap shape are retained. We focus on the case that550

includes only the distributed load, as we have shown that the effect of the551

edge load is important only for small values of a.552
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Figure 14: Flap shape comparing the linear (small displacement) and the non-linear (large
displacement) formulation. The flap is plotted for different values of a and µγ̇/D = 0.1.
The quantities in the plot are in (D/(µγ̇))1/3 units).

Figure 14 compares numerical results for the flap shape obtained using553

Eq. (8) with those obtained with Eq. (3). Appreciable deviations due to554

non-linearity occur for a ' 2.30 (in units of (D/(µγ̇))1/3 ), corresponding to555
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̂̇γ ' 1.217. This value is quite close to the value ̂̇γ = 8/q1 ' 1.49 for which556

the bending energy diverges in the linear formulation. The largest deviations557

are more evident near the edge of the flap. However, the high curvature558

in the region near the crack tip is well captured by the small displacement559

theory even for a = 2.4, corresponding to ̂̇γ ' 1.382.560
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Figure 15: Non-dimensional shear rate as a function of the non-dimensional adhesion
energy in the large displacement theory for different approximations of the wedge angle:
tip angle (continuous blue line), local angle (dashed blue line) and secant angle (black
line). The red line is the analytical solution for small displacements and secant angle
approximation.

Because the flap is practically straight far from the crack tip, the value561

of the bending energy is dominated by the curvature near the crack tip, for562

which the linear formulation appears to give reasonably accurate results. As563

a consequence we expect the critical shear rate predicted by the linear and564

non-linear theories to display comparable trends.565

In Fig. 15 the critical shear rate is plotted in log-log scale against the566

non-dimensional adhesion energy. In addition to comparing linear and non-567

linear deformation theories, we also show results for different approximation568
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of the wedge angle. The non-linear theory using the secant angle follows569

closely the corresponding linear one, giving only slightly larger values. For570

example, for Γ̂ = 2 the value of ̂̇γc given by the non-linear theory (in the571

secant angle approximation) is only about 2% larger than the corresponding572

value in the linear theory.573
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Figure 16: Non-dimensional bending energy vs. non-dimensional shear rate in the large
displacement theory for different approximations of the wedge angle in the forcing term.
The red dashed line correspond to the small-displacement theory, while the other lines are
for the large-displacement theory. The inset shows the derivative of Û with respect to ̂̇γ.

As shown in Fig. 16, different approximations to the wedge angle es-574

sentially change the value for which the bending energy diverges. Corre-575

spondingly, the curves Γ̂− ̂̇γ are shifted upwards or downwards depending on576

the specific approximation for the wedge angle adopted (recall that a vertical577

asymptote in the Û− ̂̇γ curve corresponds to a horizontal plateau in the ̂̇γ− Γ̂578

curve). From Fig. 16, we can see that the effect of including non-linear terms579

is essentially to make the divergence less sharp. This result is confirmed by580

the inset in Fig. 16 showing the non-divergence of the derivative of Û .581
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We could not derive explicit analytical expressions for the full non-linear582

equation. A linear equation that captures large displacements more accu-583

rately than Eq. (3) is obtained from Eq. (8) by setting the term proportional584

to κ3 to zero. Using the definition of the curvature κ = −dφ/ds and the local585

angle approximation Qhd = µγ̇(q0 + q1φ), we obtain a linear equation in the586

rotation:587

D
d3φ

ds3
+ µγ̇(q0 + q1φ) = 0 (23)

The solution is588

φ(s) =
q0

q1


−1 +

e(a−s)/l + 2e(2a+s)/(2l) cos
(√

3s
2l

)

1 + 2e3a/(2l) cos
(√

3a
2l

)


 (24)

where l = D/(µγ̇q1)1/3 is the length scale of the exponential decay of the589

curvature from the crack tip. Equation (24) shows a divergence when the590

denominator approaches zero (i.e. for ̂̇γ ∼= 1.18 when a = 1). Comparing this591

analytical solution against the solution of the full non-linear equation shows592

that the divergence is only slightly mitigated by the term depending on the593

cube of the curvature.594

Effect of non-linear load and tangential stress. In our solutions, we have595

considered a load that depends linearly on the wedge angle. A closer ob-596

servation of Fig. 8a shows a slight downward curvature in the plot of the597

distributed load. In our range of parameters, considering non-linear varia-598

tions of the form q = q0 + q1θ + q2θ
2, where q2 < 0 (a best fit to the flow599

simulation data gives q0 = 0.1, q1 = 5.37 and q2 = −0.07), changes the be-600

haviour of the solution only very marginally. Because the quadratic term is601

negative, the load rises less than linearly with the angle. As a consequence,602

the critical shear rate is slightly higher than if the quadratic term is neglected603

(Fig. 17). Nevertheless, this downward curvature is an interesting feature,604

because we expect that for large angles at some point the hydrodynamic605

load will decrease. The small effects that we see in the current section will606

therefore be amplified, potentially changing the behaviour of the solution.607

In our analysis, we have also neglected the tangential distributed load,608

although this is of order ∼ µγ̇ as the normal load, under the assumption that609

bending of the flap originates mostly from normal loads for relatively stiff610

flaps. We have found that, if this assumption is removed by accounting for611

a uniform tangential load in the large displacement model (this was done by612
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Figure 17: Relation between non-dimensional shear rate and non-dimensional adhesion
energy, comparing the linear and non-linear loads.

modifying Eq. (6) to account for a constant τ ' µγ̇), the flap shape is altered613

but not to an extent as to change the main conclusions drawn so far. We614

show in Fig. 18 the shape of the flap for two simulations, with and without615

the tangential load, and for different values of ̂̇γ. As ̂̇γ increases, the effect of616

including the tangential load on the maximum displacement becomes more617

marked. However, the curvature near the tip seems to be largely independent618

of the presence of the tangential load. As a consequence, the critical shear619

rate when the tangential load is accounted for is only slightly smaller than620

when only normal loads are used (Fig. 19). In the small displacement model,621

the axial deformation does not influence the curvature, hence the tangential622

distributed load does not influence the energy balance and the critical shear623

rate. In the large displacement model, the normal and tangential components624

are coupled but the tangential load does not affect the curvature drastically,625

as we have just seen.626

Within the assumptions of our model a straight solution is not an equi-627

librium solution, because a finite pressure also acts for θ = 0 (extrapolated628
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Figure 18: Flap shape in the large displacement limit with tangential load (black line) and

without tangential load τ = 1.05µγ̇ (red dashed line) for different values of ̂̇γ.

result, see Fig. 8a). Even for nearly straight flaps, the deformation is due629

mostly to the transverse load. Axial and transverse loads in our problem630

are not independent: increasing the shear stress on the top surface of the631

flap also causes an increase in the pressure below the flap. Thus, the trans-632

verse deformation due to transverse load occurs before a classical buckling633

instability sets in.634

Regimes of exfoliation. Our analysis suggests that the dependence of the635

load on the flap configuration, a purely hydrodynamic effect, gives rise to636

a transition in the relation between the non-dimensional critical shear rate637

and the non-dimensional adhesion parameter. When Γ̂ is truly infinitesimal,638

Γ̂ � 10−5 − 10−4, the dependence of the load on the configuration is small639

(q1θ � q0) and ̂̇γc ∼ Γ̂1/2. However, for larger values of Γ̂ the opening640

angle increases (inset of Fig. 15), and the dependence of the load on θ641

becomes important (q1θ ∼ q0). In this regime, the flap displacement is not642

proportional to the shear rate, and a plateau emerges in which ̂̇γc is at most643
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Figure 19: Non-dimensional shear rate against non-dimensional adhesion energy in the
large displacement limit with tangential load τ = 1.05µγ̇ (black line) and without tangen-
tial load (red dashed line) applied on the flap. The inset shows the same plot on a linear
scale.

a weak function of Γ̂. The transition occurs for quite small opening angles.644

Setting q1θ = q0, we get θ ' 0.0186, which corresponds to about 1◦.645

In dimensional terms, the order of magnitude of the critical shear rate in646

the two regimes is647

γ̇c ∼
(ΓD)1/2

µa2
(25)

and648

γ̇c ∼
D

µa3
f, (26)

respectively, where f = O(1) is at most a weak function of Γ̂. Mathemati-649

cally, the weak dependence on adhesion in the intermediate range of values650

of Γ̂ can be understood by looking at Eq. (22). We rewrite this equation as651

8q2
0
̂̇γ 2(q1

̂̇γ/5 + 8) = Γ̂[8− q1
̂̇γ]3. An increase in Γ̂ would give an increase in ̂̇γ652
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if the term in square parenthesis was neglected. But an increase in ̂̇γ corre-653

sponds also to a decrease in the factor (8− q1
̂̇γ) in the right hand side of the654

equation. The two terms on the right-hand side therefore compensate each655

other, leading to the asymptotic behaviour that is only weakly dependent on656

Γ̂.657

The critical shear rate is predicted to depend on the initial size of the658

crack, but not on the particle size L directly. This results follows from the659

assumption that the cohesion zone is smaller than the length of the solid-solid660

interface, an assumption that is expected to hold in practice. If the crack661

size correlates with the particle size (for example, if a = c1L in a statistical662

sense, with c1 � 1), then Eqs. (25) and (26) should be used with L replacing663

a and changing the prefactor accordingly.664

Our conclusions are valid up to Γ̂ ∼ 1. For larger values of Γ̂, the flap665

is almost vertical and our assumptions for the load fail. We expect that for666

Γ̂ significantly larger than one the critical shear rate should start growing667

again. Large values of Γ̂ correspond to relatively large values of a, so our668

conclusions hold for the initial development of the crack.669

4. DISCUSSION AND CONCLUSIONS670

We have proposed and analysed a model for the exfoliation of layered671

2D nanomaterials suspended in a turbulent flow. The model is based on672

the idea that exfoliation occurs through an erosion process, whereby layers673

of 2D nanomaterials are removed almost ‘layer-by-layer” through a micro-674

scopic flow-induced peeling process. The model provides insights into the675

dependence of the critical shear rate on the geometric, mechanical and ad-676

hesion parameters, for a realistic hydrodynamic load distribution. For this677

dependence, we provide explicit analytical formulas when possible.678

A key result of our analysis is that the dependence of the hydrodynamic679

load on the opening of the flap can dramatically change the magnitude of the680

critical shear rate (see Fig. 20). We have identified a transition that occurs681

for values of Γ̂ in the range 10−5− 10−4. For Γ̂ much smaller than this range682

of values, the constant load assumption holds and γ̇c follows a power-law with683

an exponent 1/2. For larger values of Γ̂, γ̇c follows Eq. (26), which displays a684

weak dependence on adhesion. In this regime the critical shear rate γ̇c is much685

smaller than what predicted by a constant load assumption. This prediction686

is the manifestation of a self-reinforcing hydrodynamic effect: as the crack687

propagates, the total pressure force on the flap increases both because the688
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Figure 20: Dimensional critical shear rate as a function of the size of the flap, for three
different values of adhesion energy and two values of thickness (dashed lines for 1 layer,
continuous lines for 10 layers). The value of the bending energy has been calculated as
D = D0N

3 where N is the number of layers and D0 = 20 eV [3]. The value of the fluid
viscosity is µ = 10−3 Pa s.

length of the crack increases and because θ increases; the combination of these689

two effects increases the total force on the flap to a larger extent than if the690

pressure was considered independent of the wedge opening angle, producing691

large changes in flap curvature. Interestingly, Fig. 20 shows that our theory692

can predict relatively low values of the critical shear rate of the order of693

∼ 105s−1, close to those observed experimentally [23], even without assuming694

reductions in the adhesion energy by several orders of magnitude when using695

specialised solvents (as instead assumed in the model of Ref. [23]).696

Unless the value of Γ̂ is truly infinitesimal, the error one would incur in by697

ignoring the transition we have discovered can be large. For example, from698

Fig. 15 we can see that ̂̇γc/(8/q1) is in the range 0.6 − 0.8 when Γ̂ = 0.1.699

The constant load solution would give a critical shear rate for exfoliation700

one order of magnitude larger (̂̇γc ∼= 8.94 from Eq. (14)). In a practical701
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liquid-exfoliation process, this difference would translate in drastically differ-702

ent processing conditions. In a rotating mixer for liquid-phase exfoliation,703

the average shear rate can be related to the mixer power P and the liquid704

volume V through γ̇ '
√
P/(V µ) [25]. Because of the scaling P ∝ γ̇2, as-705

suming Γ̂ = 0.1 the constant load prediction would thus overestimate the706

mixing power by a factor of approximately 100.707

Expressions (25) and (26) suggest that to reduce the critical shear rate708

for exfoliation ( thus mitigating the possibility of fragmenting or causing709

mechanical damage to the exfoliated sheets) one has to simultaneously reduce710

Γ and increase a. The adhesion energy can be reduced by changing the711

solvent. However, it has been reported that the dominant effect of adopting712

a good solvent is mostly to prevent reaggregation after exfoliation has taken713

place [24], so it is not clear that good solvents can be designed that can change714

the critical shear rate by orders of magnitude. Given the strong dependence715

on a suggested by expressions (25) and (26), increasing a artificially could716

be a good strategy to reduce the critical shear rate. This might be achieved717

by triggering a chemical reaction inside the layers to enlarge pre-existing718

cracks [57]), exploiting electrostatic charge [58] or electrochemical effects [59].719

Increasing µ also reduces the critical shear rate, but the overall stress level to720

which each particle is subject depends on the product µγ̇. Thus an increase721

in µ for a fixed γ̇ may not be a solution if one wants to achieve a “gentler”722

exfoliation (using large viscosity fluids may still be beneficial because the723

reaggregation kinetics is slowed down [60]).724

We have assumed that an initial flaw is present. The fluid dynamics anal-725

ysis reveal that, for a particle aligned with the streamline and for perfectly726

aligned edge layers (no shift between the layers), the direction of the load is727

such that, in the idealised situation, initiation of peeling starting from a = 0728

would be impossible. The direction of the load we find in our simulation is729

consistent with the result of Singh et al. for a disk aligned in a shear flow730

[44]. In a practical setting, a small finite opening force would be present even731

in the case a = 0, in instants in which the particle is inclined with respect to732

the flow direction or the edges of the particle are not perfectly aligned.733

In the current work, we have focused on the range of moderately stiff734

flaps for which the wedge angle is smaller than π/2. Future work will ex-735

plore larger values of the wedge angle. In this case, two aspects should be736

considered. First, for θ > π/2 the pressure on the flap will start decreasing737

with increasing angle. Second, as the flap starts aligning with the long axis738
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of the microparticle tangential forces due to viscous shear stress will become739

dominant over pressure. These hydrodynamic features will yield new regimes740

of exfoliation, possibly extending the curve of Fig. 15 to larger values of the741

non-dimensional adhesion energy. The analysis of these regimes will produce742

a more complete picture of the micromechanics of the exfoliation process.743
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Appendix A. Mathematical model for small displacements762

Denoting non-dimensional variables with a “hat” symbol (using a and
D as repeating variables) the coupled equations for the small-displacement
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model are

d5ŵ1

dx̂5
= 0 0 ≤ x̂ ≤ 1 (A.1a)

d4ŵ2

dx̂4
+ 4χ4 ŵ2 = 0 1 ≤ x̂ (A.1b)

d4ŵ1

dx̂4
(0)− q1 ŵ1(0) ̂̇γ = q0

̂̇γ (A.1c)

d3ŵ1

dx̂3
(0)− f1 ŵ1(0) ̂̇γ = f0

̂̇γ (A.1d)

d2ŵ1

dx̂2
(0) = 0 (A.1e)

ŵ1(1) = ŵ2(1) (A.1f)

dŵ1

dx̂
(1) =

dŵ2

dx̂
(1) (A.1g)

d2ŵ1

dx̂2
(1) =

d2ŵ2

dx̂2
(1) (A.1h)

d3ŵ1

dx̂3
(1) =

d3ŵ2

dx̂3
(1) (A.1i)

In non-dimensional units, Griffith’s energy balance is given by763

Ĝ = Γ̂ (A.2)

with764

Ĝ = 3
∂Û

∂̂̇γ
̂̇γ +

∂Û

∂χ
χ− Û (A.3)

and765

Û =
1

2

∫ 1

0

(ŵ′′1)
2

dx̂+
1

2

∫ ∞

1

(ŵ′′2)
2

dx̂ (A.4)
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The small-displacement solutions for ŵ1(x̂) and ŵ2(x̂) are

ŵ1 =
̂̇γ

6̂̇γχ
(
χ3(8f1 + 3q1) + 12χ2(2f1 + q1) + 6χ(4f1 + 3q1) + 12(f1 + q1)

)
− 144χ4

×

×
[
̂̇γx̂(f1q0 − f0q1)

(
χ4(2x̂3 − 3x̂2 + 1) + 6χ3(x̂3 − 2x̂2 + 1) + 3χ2(2x̂3 − 6x̂2 + 5)

+ 3χ(x̂3 − 4x̂2 + 8) + 18
)
− 6χ

(
χ3(q0x̂

4 + 4f0x̂
3 − 4(q0 + 3f0)x̂+ 3q0 + 8f0)

+ 12χ2(q0 + 2f0)(1− x̂) + 6χ(3q0 + 4f0 − 2(q0 + f0)x̂) + 12(q0 + f0)
)]

(A.5)

ŵ2 =
̂̇γeχ−χx̂

2̂̇γχ2
(
χ3(8f1 + 3q1) + 12χ2(2f1 + q1) + 6χ(4f1 + 3q1) + 12(f1 + q1)

)
− 48χ5

×

×
[
̂̇γ(f1q0 − f0q1)

(
sin(χ− χx̂)(χ3 − 6χ− 6) + cos(χ− χx̂)(χ3 + 5χ2 + 6χ)

)

− 12χ3(2f0 + q0)
(

sin(χ− χx̂) + cos(χ− χx̂)
)
− 24χ2 cos(χ− χx̂)(f0 + q0)

]

(A.6)

The strain energy release rate is a rational function of polynomial functions766

in χ and ̂̇γ767

Ĝ =
NĜ(χ, ̂̇γ)

DĜ(χ, ̂̇γ)
(A.7)

which becomes768

NĜ(χ, ̂̇γ) = DĜ(χ, ̂̇γ) Γ̂ (A.8)

This function is a quintic polynomial in ̂̇γ769

c5
̂̇γ5

+ c4
̂̇γ4

+ c3
̂̇γ3

+ c2
̂̇γ 2 + c1

̂̇γ + c0 = 0 (A.9)

with coefficients770

c0 = 552960 Γ̂χ10 (A.10)
771

c1 = −69120 Γ̂χ7
[
4f1(3 + 6χ+ 6χ2 + 2χ3) + 3q1(4 + 6χ+ 4χ2 +χ3)

]
(A.11)

c2 =2880χ4
[
Γ̂
(

4f1(3 + 6χ+ 6χ2 + 2χ3) + 3q1(4 + 6χ+ 4χ2 + χ3)
)2

− 24χ3
(
f 2

0 (1 + 6χ+ 12χ2) + f0q0(2 + 9χ+ 12χ2) + q2
0(1 + 3χ+ 3χ2)

)]

(A.12)
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c3 =40χ
[
− Γ̂

(
4f1(3 + 6χ+ 6χ2 + 2χ3) + 3q1(4 + 6χ+ 4χ2 + χ3)

)3

+ 72χ4(f1q0 − f0q1)
(
f0(−18− 96χ− 35χ2 + 72χ3 + 42χ4)

+ q0(−18− 48χ− 5χ2 + 42χ3 + 21χ4)
)

+ 36χ3
(

2f0q0(4f1(6 + 27χ+ 42χ2 + 10χ3 − 18χ4 − 12χ5)

+ 3q1(8 + 36χ+ 58χ2 + 20χ3 − 9χ4 − 6χ5))

+ q2
0(−8f1(−3− 9χ− 9χ2 + χ3 + 6χ4 + 3χ5)

+ 3q1(8 + 24χ+ 28χ2 + 6χ3 − 6χ4 − 3χ5))

− 4f02(f1(−6− 36χ− 84χ2 − 40χ3 + 24χ4 + 24χ5)

+ 3q1(−2− 12χ− 28χ2 − 13χ3 + 3χ4 + 3χ5))
)]

(A.13)

c4 =− 24χ2
[
2(f1q0 − f0q1)χ(1 + χ)(540 + 1320χ+ 1578χ2 + 1194χ3 + 592χ4 + 173χ5 + 22χ6)

+ 20q0f1(−54− 180χ− 123χ2 + 144χ3 + 273χ4 + 176χ5 + 54χ6 + 6χ7)

+ 15q0q1(−72− 228χ− 140χ2 + 168χ3 + 272χ4 + 147χ5 + 36χ6 + 3χ7)

+ 20f0f1(−54− 324χ− 357χ2 + 126χ3 + 468χ4 + 338χ5 + 108χ6 + 12χ7)

+ 15f0q1(−72− 420χ− 404χ2 + 180χ3 + 476χ4 + 283χ5 + 72χ6 + 6χ7)
]
(f1q0 − f0q1)

(A.14)

c5 =
[
40f1(1 + χ)(6 + 6χ+ 6χ2 + 4χ3 + χ4)(54 + 132χ+ 141χ2 + 84χ3 + 28χ4 + 4χ5)

+ 3q1(4320 + 18120χ+ 36576χ2 + 47796χ3 + 45032χ4 + 31698χ5

+ 16636χ6 + 6341χ7 + 1662χ8 + 268χ9 + 20χ10)
]
(f1q0 − f0q1)2 (A.15)

In the simpler case considered in Section 3.2.1 (distributed load only, inde-772

pendent on the angle), the displacements reduces to773

ŵ1(x̂) = q0
̂̇γχ

3(x̂4 − 4x̂+ 3)− 12χ2(x̂− 1)− 6χ(2x̂− 3) + 12

24χ3
(A.16)

774

ŵ2(x̂) = q0
̂̇γeχ(1−x̂) 2 cos(χ(x̂− 1)) + χ cos(χ(x̂− 1)) + χ sin(χ(x̂− 1))

4χ3

(A.17)
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from which the relation between ̂̇γ and Γ̂ has been calculated775

̂̇γ =
2
√

2

q0

Γ̂
1
2

(
χ

1 + χ

)3/2

(A.18)

If the angle independent edge load F̃ = f0 is applied together with the
distributed load q = q0 the displacements become

ŵ1(x̂) =
q0
̂̇γ

24χ3

(
χ3(x̂4 − 4x̂+ 3)− 12χ2(x̂− 1)− 6χ(2x̂− 3) + 12

)

+
f0
̂̇γ

4χ3

(
χ3(x̂3 − 3x̂+ 2)− 4χ2(x̂− 1)− 3χ(x̂− 2) + 3

)
(A.19)

ŵ2(x̂) =
q0
̂̇γeχ(1−x̂)

4χ3
(2 cos(χ(x̂− 1)) + χ cos(χ(x̂− 1)) + χ sin(χ(x̂− 1)))

f0
̂̇γeχ(1−x̂)

2χ3
(cos(χ(x̂− 1)) + χ cos(χ(x̂− 1)) + χ sin(χ(x̂− 1)))

(A.20)

The relation between ̂̇γ and Γ̂ shows the same dependence on Γ̂ as Eq. (A.18),776

with a prefactor that depends also on f0777

̂̇γ =
2
√

2

q0

χ3/2

[(1 + χ)3 + f0/q0(1 + χ2)(2 + 5χ) + f 2
0 /(3q

2
0)(3 + 18χ+ 36χ2 + 20χ3)]

1/2
Γ̂

1
2

(A.21)

Appendix A.1. Infinitely stiff foundation: cantilever beam (χ→∞)778

If the foundation is considered as infinitely stiff, the beam B1 can be seen779

as a clamped beam. The solution for the displacement if both the distributed780

load and the edge load are applied is781

ŵ1(x̂) =

̂̇γ(1− x̂)2
(
̂̇γ(f1q0 − f0q1)(2x̂2 + x̂)− 6q0(x̂2 + 2x̂+ 3)− 24f0(x̂+ 2)

)

6(̂̇γ(8f1 + 3q1)− 24)
(A.22)

The strain energy obtained from the displacement is782

Û =
̂̇γ 2[(144 + f1

̂̇γ(−6 + f1
̂̇γ))q2

0 + 2f0q0(360 + ̂̇γ(3− f1
̂̇γ)q1) + f 2

0 (960 + ̂̇γ 2q2
1)]

10(−24 + 8f1
̂̇γ + 3q1

̂̇γ)2

(A.23)

39

                  



Again, the Griffith’s energy balance can be written as783

c5
̂̇γ5

+ c4
̂̇γ4

+ c3
̂̇γ3

+ c2
̂̇γ 2 + c1

̂̇γ + c0 = 0 (A.24)

with coefficients784

c0 = 138240Γ̂ (A.25)
785

c1 = −17280Γ̂(8f1 + 3q1) (A.26)
786

c2 = 720
[
Γ̂(8f1 + 3q1)2 − 8(20f 2

0 + 15f0q0 + 3q2
0)
]

(A.27)
787

c3 = −10Γ̂(8f1 + 3q1)3− 48(160f 2
0 f1 + 120f0f1q0 + 60f 2

0 q1 + 69f0q0q1 + 9q2
0q1)

(A.28)788

c4 = −12(f1q0 − f0q1)(30f1q0 − 22f0q1 + 3q0q1) (A.29)
789

c5 = 5(8f1 + 3q1)(f1q0 − f0q1)2 (A.30)

If the applied load consists in a distributed and an edge load that do not790

depend on the angle, the solution simplifies to791

ŵ1(x̂) =
̂̇γ
24

(x̂− 1)2
(
q0(x̂2 + 2x̂+ 3) + 4f0(x̂+ 2)

)
. (A.31)

The corresponding solution to the Griffith’s energy balance is792

̂̇γ =
2
√

2

q0

1√
1 + 5f0/q0 + 20/3(f0/q0)2

Γ̂
1
2 . (A.32)

If an angle-dependent, distributed load is applied, the equilibrium shape793

is794

ŵ1(x̂) =
̂̇γq0

3(8− ̂̇γq1)
(x̂− 1)2(x̂2 + 2x̂+ 3) (A.33)

and the Griffith’s energy balance (A.24) simplifies to a cubic polynomial in795

̂̇γ796

512 Γ̂− 192 Γ̂q1
̂̇γ + 8̂̇γ 2(−8 q2

0 + 3 Γ̂q2
1) + ̂̇γ3

(−8

5
q2

0q1 − Γ̂q3
1) = 0. (A.34)

If the distributed load is independent on the angle, the classic solution797

for the cantilever beam under uniform load is recovered798

ŵ1(x̂) =
̂̇γq0

24
(x̂− 1)2(x̂2 + 2x̂+ 3) (A.35)

with the Griffith’s energy balance giving799

µγ̇a3

D
=

2
√

2

q0

(
Γa2

D

) 1
2

. (A.36)
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[1] Pere Miró, Martha Audiffred, and Thomas Heine. An atlas of two-801

dimensional materials. Chemical Society Reviews, 43(18):6537–6554,802

2014.803

[2] J Scott Bunch and Martin L Dunn. Adhesion mechanics of graphene804

membranes. Solid State Communications, 152(15):1359–1364, 2012.805

[3] Dipanjan Sen, Kostya S Novoselov, Pedro M Reis, and Markus J806

Buehler. Tearing graphene sheets from adhesive substrates produces807

tapered nanoribbons. Small, 6(10):1108–1116, 2010.808

[4] Xinghua Shi, Nicola M Pugno, and Huajian Gao. Tunable core809

size of carbon nanoscrolls. Journal of Computational and Theoretical810

Nanoscience, 7(3):517–521, 2010.811

[5] Xinghua Shi, Nicola M Pugno, and Huajian Gao. Mechanics of carbon812

nanoscrolls: a review. Acta Mechanica Solida Sinica, 23(6):484–497,813

2010.814

[6] Tao Jiang, Rui Huang, and Yong Zhu. Interfacial sliding and buckling815

of monolayer graphene on a stretchable substrate. Advanced Functional816

Materials, 24(3):396–402, 2014.817

[7] Qiang Chen and Nicola M Pugno. In-plane elastic buckling of hierar-818

chical honeycomb materials. European Journal of Mechanics-A/Solids,819

34:120–129, 2012.820

[8] Kuan Zhang and Marino Arroyo. Understanding and strain-engineering821

wrinkle networks in supported graphene through simulations. Journal822

of the Mechanics and Physics of Solids, 72:61–74, 2014.823

[9] Jianfeng Zang, Seunghwa Ryu, Nicola Pugno, Qiming Wang, Qing Tu,824

Markus J Buehler, and Xuanhe Zhao. Multifunctionality and control of825

the crumpling and unfolding of large-area graphene. Nature materials,826

12(4):321, 2013.827

[10] Nicola M Pugno, Qifang Yin, Xinghua Shi, and Rosario Capozza. A gen-828

eralization of the coulombs friction law: from graphene to macroscale.829

Meccanica, 48(8):1845–1851, 2013.830

41

                  



[11] Christian D van Engers, Nico EA Cousens, Vitaliy Babenko, Jude Brit-831

ton, Bruno Zappone, Nicole Grobert, and Susan Perkin. Direct measure-832

ment of the surface energy of graphene. Nano letters, 17(6):3815–3821,833

2017.834

[12] Marc Z Miskin, Chao Sun, Itai Cohen, William R Dichtel, and Paul L835

McEuen. Measuring and manipulating the adhesion of graphene. Nano836

letters, 18(1):449–454, 2017.837

[13] Xianjue Chen, John F Dobson, and Colin L Raston. Vortex fluidic838

exfoliation of graphite and boron nitride. Chemical Communications,839

48(31):3703–3705, 2012.840

[14] Yoshihiko Arao, Yoshinori Mizuno, Kunihiro Araki, and Masatoshi841

Kubouchi. Mass production of high-aspect-ratio few-layer-graphene by842

high-speed laminar flow. Carbon, 102:330–338, 2016.843

[15] Abozar Akbari, Phillip Sheath, Samuel T Martin, Dhanraj B Shinde,844

Mahdokht Shaibani, Parama Chakraborty Banerjee, Rachel Tkacz,845

Dibakar Bhattacharyya, and Mainak Majumder. Large-area graphene-846

based nanofiltration membranes by shear alignment of discotic nematic847

liquid crystals of graphene oxide. Nature communications, 7:10891, 2016.848

[16] NS Stoloff and TL Johnston. Crack propagation in a liquid metal envi-849

ronment. Acta Metallurgica, 11(4):251–256, 1963.850

[17] Kenneth Langstreth Johnson, Kevin Kendall, and AD Roberts. Sur-851

face energy and the contact of elastic solids. Proc. R. Soc. Lond. A,852

324(1558):301–313, 1971.853

[18] Cecilia Mattevi, Hokwon Kim, and Manish Chhowalla. A review of854

chemical vapour deposition of graphene on copper. Journal of Materials855

Chemistry, 21(10):3324–3334, 2011.856

[19] Wei Yang, Guorui Chen, Zhiwen Shi, Cheng-Cheng Liu, Lianchang857

Zhang, Guibai Xie, Meng Cheng, Duoming Wang, Rong Yang, Dongxia858

Shi, et al. Epitaxial growth of single-domain graphene on hexagonal859

boron nitride. Nature materials, 12(9):792, 2013.860

42

                  



[20] AM Abdelkader, AJ Cooper, RAW Dryfe, and IA Kinloch. How to861

get between the sheets: a review of recent works on the electrochem-862

ical exfoliation of graphene materials from bulk graphite. Nanoscale,863

7(16):6944–6956, 2015.864

[21] In-Yup Jeon, Hyun-Jung Choi, Sun-Min Jung, Jeong-Min Seo, Min-Jung865

Kim, Liming Dai, and Jong-Beom Baek. Large-scale production of edge-866

selectively functionalized graphene nanoplatelets via ball milling and867

their use as metal-free electrocatalysts for oxygen reduction reaction.868

Journal of the American Chemical Society, 135(4):1386–1393, 2012.869

[22] Yenny Hernandez, Valeria Nicolosi, Mustafa Lotya, Fiona M Blighe,870

Zhenyu Sun, Sukanta De, IT McGovern, Brendan Holland, Michele871

Byrne, Yurii K Gun’Ko, et al. High-yield production of graphene by872

liquid-phase exfoliation of graphite. Nature nanotechnology, 3(9):563–873

568, 2008.874

[23] Keith R Paton, Eswaraiah Varrla, Claudia Backes, Ronan J Smith,875

Umar Khan, Arlene O’Neill, Conor Boland, Mustafa Lotya, Oana M876

Istrate, Paul King, et al. Scalable production of large quantities of877

defect-free few-layer graphene by shear exfoliation in liquids. Nature878

materials, 13(6):624–630, 2014.879

[24] Claudia Backes, Thomas M Higgins, Adam Kelly, Conor Boland, An-880

drew Harvey, Damien Hanlon, and Jonathan N Coleman. Guidelines881

for exfoliation, characterization and processing of layered materials pro-882

duced by liquid exfoliation. Chemistry of Materials, 29(1):243–255, 2016.883

[25] Eswaraiah Varrla, Keith R Paton, Claudia Backes, Andrew Harvey, Ro-884

nan J Smith, Joe McCauley, and Jonathan N Coleman. Turbulence-885

assisted shear exfoliation of graphene using household detergent and a886

kitchen blender. Nanoscale, 6(20):11810–11819, 2014.887

[26] Kostya S Novoselov, Andre K Geim, Sergei V Morozov, DA Jiang,888

Y Zhang, Sergey V Dubonos, Irina V Grigorieva, and Alexandr A889

Firsov. Electric field effect in atomically thin carbon films. science,890

306(5696):666–669, 2004.891

[27] AV Alaferdov, A Gholamipour-Shirazi, MA Canesqui, Yu A Danilov,892

and SA Moshkalev. Size-controlled synthesis of graphite nanoflakes and893

43

                  



multi-layer graphene by liquid phase exfoliation of natural graphite. Car-894

bon, 69:525–535, 2014.895

[28] KEVIN KENDALL. Agglomerate strength. Powder Metallurgy, 31:28–896

31, 1988.897

[29] Jeremias De Bona, Alessandra S Lanotte, and Marco Vanni. Internal898

stresses and breakup of rigid isostatic aggregates in homogeneous and899

isotropic turbulence. Journal of Fluid Mechanics, 755:365–396, 2014.900

[30] Nitin K Borse and Musa R Kamal. Estimation of stresses required901

for exfoliation of clay particles in polymer nanocomposites. Polymer902

Engineering & Science, 49(4):641–650, 2009.903

[31] Yong G Cho and Musa R Kamal. Estimation of stress for separation of904

two platelets. Polymer Engineering & Science, 44(6):1187–1195, 2004.905

[32] Kevin Kendall. Thin-film peeling-the elastic term. Journal of Physics906

D: Applied Physics, 8(13):1449, 1975.907

[33] Rosario Capozza and Michael Urbakh. Static friction and the dynamics908

of interfacial rupture. Physical Review B, 86(8):085430, 2012.909

[34] Matthaus U Babler, Luca Biferale, and Alessandra S Lanotte. Breakup910

of small aggregates driven by turbulent hydrodynamical stress. Physical911

Review E, 85(2):025301, 2012.912

[35] Peter Wick, Anna E Louw-Gaume, Melanie Kucki, Harald F Krug,913

Kostas Kostarelos, Bengt Fadeel, Kenneth A Dawson, Anna Salvati,914

Ester Vázquez, Laura Ballerini, et al. Classification framework for915

graphene-based materials. Angewandte Chemie International Edition,916

53(30):7714–7718, 2014.917

[36] Luca Biferale, Charles Meneveau, and Roberto Verzicco. Deformation918

statistics of sub-kolmogorov-scale ellipsoidal neutrally buoyant drops in919

isotropic turbulence. Journal of fluid mechanics, 754:184–207, 2014.920

[37] Jae-Tack Jeong and Moon-Uhn Kim. Slow viscous flow around an921

inclined fence on a plane. Journal of the Physical Society of Japan,922

52(7):2356–2363, 1983.923

44

                  



[38] Sadatoshi Taneda. Visualization of separating stokes flows. Journal of924

the Physical Society of Japan, 46(6):1935–1942, 1979.925

[39] Jonathan JL Higdon. Stokes flow in arbitrary two-dimensional domains:926

shear flow over ridges and cavities. Journal of Fluid Mechanics, 159:195–927

226, 1985.928

[40] George B Jeffery. The motion of ellipsoidal particles immersed in a vis-929

cous fluid. Proceedings of the Royal Society of London A: Mathematical,930

Physical and Engineering Sciences, 102(715):161–179, 1922.931

[41] A. A. Griffith. The Phenomena of Rupture and Flow in Solids. Philo-932

sophical Transactions of the Royal Society of London A: Mathematical,933

Physical and Engineering Sciences, 221(582-593):163–198, 1921.934

[42] C Pozrikidis. Shear flow past slender elastic rods attached to a plane.935

International Journal of Solids and Structures, 48(1):137–143, 2011.936

[43] HK Moffatt. Viscous and resistive eddies near a sharp corner. Journal937

of Fluid Mechanics, 18(01):1–18, 1964.938

[44] Vikram Singh, Donald L Koch, Ganesh Subramanian, and Abraham D939

Stroock. Rotational motion of a thin axisymmetric disk in a low reynolds940

number linear flow. Physics of Fluids (1994-present), 26(3):033303,941

2014.942

[45] C Pozrikidis. Shear flow over a plane wall with an axisymmetric cavity943

or a circular orifice of finite thickness. Physics of Fluids, 6(1):68–79,944

1994.945

[46] DH Michael and ME O’Neill. The separation of stokes flows. Journal946

of Fluid Mechanics, 80(4):785–794, 1977.947

[47] I Mustakis and S Kim. Microhydrodynamics of sharp corners and edges:948

traction singularities. AIChE journal, 44(7):1469–1483, 1998.949

[48] Jacco H Snoeijer. Free-surface flows with large slopes: Beyond lubrica-950

tion theory. Physics of Fluids, 18(2):021701, 2006.951

[49] YH Wang, LG Tham, and YK Cheung. Beams and plates on elastic952

foundations: a review. Progress in Structural Engineering and Materials,953

7(4):174–182, 2005.954

45

                  



[50] Vishnu Sresht, Agilio AH Padua, and Daniel Blankschtein. Liquid-phase955

exfoliation of phosphorene: design rules from molecular dynamics sim-956

ulations. ACS nano, 9(8):8255–8268, 2015.957
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